
RSC Advances

PAPER

Pu
bl

is
he

d 
on

 2
6 

M
ar

ch
 2

01
5.

 D
ow

nl
oa

de
d 

by
 U

N
IV

E
R

SI
T

Y
 O

F 
N

E
B

R
A

SK
A

 o
n 

14
/0

4/
20

15
 0

7:
12

:2
0.

 

View Article Online
View Journal  | View Issue
Water soluble bl
Nano-Structured Materials Division, CSIR

Institute, 196, Raja SC Mullick Road, Jad

psujathadevi@cgcri.res.in; psujathadevi@g

+91-033-2483-8082

† Electronic supplementary information (E
nanoclusters by UV-Vis data, emission da
DLS and zeta potential data, EDAX an
nanoparticles, UV-Vis data depicting the i
in buffer solution, MV dye in distil
nanoclusters with MO dye, and
10.1039/c4ra14176h

Cite this: RSC Adv., 2015, 5, 33946

Received 9th November 2014
Accepted 26th March 2015

DOI: 10.1039/c4ra14176h

www.rsc.org/advances

33946 | RSC Adv., 2015, 5, 33946–339
ue-emitting AuAg alloy
nanoparticles and fluorescent solid platforms for
removal of dyes from water†

Srikrishna Pramanik, Arindam Saha and Parukuttyamma Sujatha Devi*

Chicken egg shell membrane, a naturally abundant protein membrane, was used to synthesize gold (Au),

silver (Ag) and their bimetallic (AuAg) alloy nanoclusters at room temperature without the use of any

reducing agent or catalyst. The as-formed gold and alloy clusters were highly fluorescent and exhibited

intense blue emission around 435 � 5 and 440 � 5 nm, respectively. This is the first report confirming

the formation of fluorescent alloy clusters exhibiting nanosecond lifetimes by a biomembrane-induced

reduction process. We have also explored the capability of these metal cluster immobilized inexpensive

ESMs in removing organic dyes from water. The results confirmed that it is the strong adsorption of the

dye molecules in the presence of the metal particles that has helped to convert ESM into an effective

platform for water purification. This process has the dual advantages of utilizing an inexpensive,

abundant and eco-friendly food waste (egg shell membrane) for in situ reduction and formation of metal

nanoparticles and the utilization of the same as an effective platform for the removal of anionic dyes

from waste water. An Au-immobilized ESM showed a better efficiency in dye molecules removal than

those of the Ag-ESM and AuAg-ESM membranes.
1. Introduction

Noble metal nanoparticles and their alloy clusters are important
in many areas, such as medical diagnosis, controlled drug
delivery, sensors and catalysis.1,2 Although a large number of
methods are currently available for the preparation of metal/
alloy nanoparticles, so far environmentally friendly techniques
have been poorly explored for this purpose. The current
interest, therefore, has been focused on exploring environment-
friendly synthetic approaches for preparing uorescent alloy
nanoparticles/clusters for various applications. Several groups
have explored protein-based synthesis to produce stable uo-
rescent nanomaterials for applications in bioimaging,3 bio-
sensing4 and metal ion detection.5 Xie et al. synthesized highly
uorescent Au nanoclusters (AuNCs) exhibiting red emission
using bovine serum albumin (BSA),6 whereas Guo and Iru-
dayaraj synthesized uorescent Ag clusters using BSA7 and
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Singh et al. demonstrated the synthesis of Au, Ag, and AuAg
alloy nanoparticles using BSA as a reducing and foaming agent.8

Liu et al. reported the direct synthesis of uorescent gold
nanoclusters using insulin as a template.9 Mohanty et al.
reported the synthesis of luminescent AuAg alloy clusters of
quantum size using a protein template.10 Gui and Jin used
human serum albumin (HSA) to prepare AuAg core shell
nanocrystals.11 Recently, we explored the use of egg shell
membrane (ESM), a naturally occurring biotemplate, to prepare
uorescent gold nanoparticles.12 ESM has a 3D entangled
structure of highly cross-linked bres and porous sites. The
super abundant, economically benign character and unique
features make ESM superior to other naturally available
proteins like bovine serum albumin, human serum albumin,
etc. The ESM is insoluble in water due to the presence of a large
number of cross-linked disulphide bonds.13 The ESM mainly
consists of glycoprotein-like collagen (types I, V and X) and
several other amino acids, mainly glycine, cysteine, uronic acid,
etc.14–16 On the other hand, the presence of amino acids makes
ESM a good reducing agent and stabilizer. In recent times many
research groups have used ESM to prepare AgNPs, AuNPs and
other oxide materials.12,13,17–19 The metal NP immobilized ESM
has shown unique advantages in biosensing,20 surface-
enhanced Raman spectroscopy21 and in catalysis.22,23 The ESM
can also act as a platform to retrieve heavy toxic metal ions, such
as arsenic and mercury, from water.24 Here, we demonstrate the
simultaneous in situ reduction of Au and Ag ions by ESM
resulting in the formation of highly uorescent AuAg alloy
This journal is © The Royal Society of Chemistry 2015
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nanoparticles andmetal ion immobilized uorescent solid ESM
platforms. In addition, we also demonstrate the unique dye-
adsorbing capability of these metal ion immobilized ESM
platforms for the efficient removal of anionic dyes from waste
water at room temperature. The novelty of this technique lies in
the unique properties of these protein membranes since they
are highly resistant to pH, safe to handle, and abundantly
available in nature.13

2. Experimental section
2.1 Materials

AR grade chloroauric acid (HAuCl4, S.D. Fine-Chem. Ltd, India),
silver nitrate (S.D. Fine-Chem. Ltd, India), Methyl Orange
(Sigma-Aldrich Chemicals) and phosphate buffer (Merck India)
were used for the experiments. All reagents were used as
received without further purication.

2.2 Synthesis

The cleaned egg shells were treated with dilute acetic acid (50%
diluted with water) to extract the membrane (ESM) from the egg
shell by soaking them for 4–6 hours. Once the calcium
carbonate shell dissolved, the membranes were carefully
collected and thoroughly washed with deionized water and then
dried in air at room temperature. For the synthesis of Au and Ag
nanoparticles, 0.150 g of ESM was added to 10 ml of the indi-
vidual metal ion solutions (10�2 M) and the reaction allowed to
proceed at room temperature in the dark. For the synthesis of
alloy nanoparticles, extracted dried ESM (0.150 g) was added to
a mixed solution of 5 ml of AgNO3 and 5 ml of HAuCl4, each of
10�2 M, and the reaction allowed to proceed at room tempera-
ture. The concentration of the metal ions used was varied from
10�2 M to 10�3 M and the exposure time for the reaction was
extended up to seven days. In the manuscript NC represents
nanoclusters and NP represents nanoparticles.

2.3 Characterization

The absorption spectra were measured on a SHIMADZU
UV-3600 UV-Vis-NIR spectrophotometer. The solution was
taken out from the impregnated membrane from time to time
for seven days and the absorbance was recorded at regular
intervals of time. The uorescence spectra of the same solutions
were recorded at room temperature on a Steady State Spectro-
uorometer (QM-40, Photon Technology International, PTI)
equipped with a 150 Watt Xenon lamp as an excitation source.
The emission spectra of the solution were recorded by exciting
at 340 nm using a xed excitation and emission band pass of
5 nm. Raman spectra were obtained using a Renishaw inVia
Reex micro Raman spectrometer with an argon ion (785 nm)
laser. The spectra were collected at a resolution of 1 cm�1. The
room temperature powder X-ray diffraction (XRD) was carried
out on the immobilized membranes for phase identication
using a Philips X-ray diffractometer (PW1730) with CuKa radi-
ation at a 2q scan rate of 2� per minute. For the Raman and XRD
experiments, metal nanoparticle immobilized ESMs were cut
into square pieces and pasted on thin glass plates. The
This journal is © The Royal Society of Chemistry 2015
transmission electron microscopy (TEM) images were taken on
a TECNAI G2 30 high-resolution transmission electron micro-
scope operating at 300 kV. For the TEM study a few drops of the
colloidal nanoparticles were deposited on the carbon coated Cu
grid and dried under an IR lamp. Field emission scanning
electron micrographs (FESEM) were carried out in a Field
Emission Scanning Electron Microscope (SUPRA™ 35 VP;
Gemini Column (Carl Zeiss SMT)). Time-correlated single
photon counting (TCSPC) measurements were performed on
the water dispersions with a Horiba Jobin Yvon IBH Fluorocube
apparatus aer exciting the sample with a 340 nm excitation
lamp. The uorescence decay was collected with a Hamamatsu
MCP (R3809) photomultiplier at 435 nm, and the uorescence
decay was analysed with IBH DAS6 soware. The particle size
and zeta potential of the dispersions were measured on a
HORIBA (SZ-100 OZ) dynamic light scattering particle size
analyser.
2.4 Dye adsorption experiment

In order to carry out the dye adsorption studies, 10 mg of metal
nanoparticle immobilized ESM (Au-ESM, Ag-ESM, AuAg-ESM)
were added to 10 ml of 10�5 M Methyl Orange (MO) solution,
and placed in separate culture tubes covered with aluminium
foil and kept in the dark. The dye adsorption experiment was
also performed in a phosphate buffer solution at a pH of 7.00
using AuAg-ESM and the dye adsorption characteristics moni-
tored. The pH of the solution remained almost the same aer
the addition of the membrane to the solution. The adsorption
characteristics of the MO dye were monitored by recording the
absorbance of the dye solution (lmax at 464 nm) from time to
time at various time intervals. The % of dye removed from
solution was calculated as shown in eqn (1).

% of dye removed ¼ C0 � Ct

C0

� 100 (1)

where C0 is the initial concentration of dye, and Ct is the
concentration of dye at various time intervals. Here C0 is
equivalent to A0, the initial absorbance, and Ct is equivalent to
At, the absorbance recorded at different times, where A ¼ 3CL,
where 3 is the molar extinction coefficient and L is the path
length of the monochromatic light.
3. Results and discussion
3.1 Optical studies

To gain insight about the reduction process and subsequent
particle formation, the in situ reactions were continuously
monitored by the absorbance and uorescence spectral changes
during the course of the reaction. The initial studies were
carried out with gold and silver and subsequently the study was
extended to the gold silver alloy system. The spectral changes
during the interaction of ESM with different concentrations of
HAuCl4 and AgNO3 are shown in the (ESI Fig. S1 and S2,†
respectively). The formation of Au and Ag nanoclusters was
conrmed by the characteristic surface plasmon resonance
(SPR) bands in the UV-Vis spectra. The spectrum recorded at
RSC Adv., 2015, 5, 33946–33954 | 33947
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room temperature as a function of time exhibited the systematic
appearance of a broad band with a maximum around 535 nm
for Au and 435 nm for Ag nanoclusters. The characteristic SPR
peak appeared at a lmax of 535 � 2 nm for Au nanoclusters
(Fig. S1†) and in the case of Ag nanoclusters, the maximum
absorbance was observed at 436 � 2 nm (Fig. S2†).

The spectral changes observed in a typical experiment with a
1 : 1 mixture of AgNO3 solution (10�2 M) and HAuCl4 (10

�2 M)
are presented in Fig. 1a. The AuAg alloy nanoclusters displayed
only a single SPR peak with a maximum absorbance at around
546 � 3 nm (Fig. 1a). This bathochromic shi compared to bare
Au (535 � 2 nm) and Ag nanoclusters (436 � 2 nm) gives an
indication of the formation of alloy clusters of larger size than
the individual metal clusters. At the end of the reaction, the SPR
band intensity remained invariant, the attained saturation
indicating the complete reduction of metal ions and formation
of AuAg alloy clusters. In order to monitor the rate of reduction
process, we plotted the change in absorbance of the alloy
dispersion with time, as shown in Fig. S3.† During the course of
the experiment, the mixed metal ion solution changed colour
from yellow to pink, whereas the Au and Ag solutions changed
to blue and brown, respectively, as can be seen from the inset of
Fig. 1b. The rst observation of the colour change on the
membrane conrms the formation and deposition of metal
Fig. 1 (a) UV-Vis absorption spectra of the Au–Agmixture in presence of
NPs after the end of the reaction. The inset shows the image of colloida
alloy solution (10�2 M HAuCl4 + 10�2 M AgNO3 + ESM) at 340 nm exci
fluorescence spectra of Au, Ag and their bimetallic alloy solution at va
dispersions in normal light and on exposure to UV light (blue colour).

33948 | RSC Adv., 2015, 5, 33946–33954
nanoclusters on the membrane. Interestingly, when the exper-
iments were carried out with lower concentrations of the metal
ions (10�3 M each), there was no indication of any SPR peak
formation in the absorption spectra, as evident from the ESI
shown in Fig. S4.† The absorption spectra of Au, Ag and the
AuAg alloy dispersions shown in Fig. 1b exhibit only a single
absorption band, thereby conrming the formation of alloy
nanoclusters.

To verify whether the alloy nanoclusters formed in solution
exhibited uorescence, we recorded the emission spectra of the
colloidal solutions of Au, Ag and AuAg clusters at room
temperature. The control solution of HAuCl4, AgNO3 or the
mixture had no visible uorescence in the range studied
(350–700 nm). Time-dependent uorescence studies during the
reduction process were monitored using a 10�2 M metal ion
solution and the results are shown in Fig. 1c. The Au nano-
clusters exhibited the characteristic blue emission around
435� 5 nm upon excitation at 340 nm (Fig. 1d). Interestingly, Ag
nanoclusters did not exhibit any visible emission, whereas AuAg
nanoclusters exhibited an intense blue emission at 440 � 5 nm.
In addition, the characteristic emissions of the Au nanoclusters
at 540 nm and 720 nm, on excitation at 500 nm and 680 nm,
respectively, were absent for the AuAg alloy clusters, as clear
from the ESI† in Fig. S6.12
ESM. (b) Comparison of UV-Vis spectra of the Au NPs, AuAg NPs and Ag
l Au (1), AuAg (2), and Ag NPs (3). (c) Fluorescence spectra of the AuAg
tation. Curves (1–6) represent the emission peak for 1–7 days. (d) The
rious concentrations. The inset in (c) shows the digital image of the

This journal is © The Royal Society of Chemistry 2015
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As evident from Fig. 1d, the observed emission intensity
varied with the concentration of the metal ions. The blue
emission exhibited by gold clusters has been assigned to the
Au 6s to 6p intraband transition. Interestingly, the emission
intensity was lower for the alloy nanoclusters compared to the
Au nanoclusters, probably because the doping of Ag into Au
during the alloy formation resulted in quenching of the emis-
sion. Although the presence of Ag in AuAg nanoclusters
quenched the emission weakly, the existence of Au in the alloy
favoured the excitation of the d band electron to a higher sp
level followed by recombination of the electron hole pair to give
rise to the observed emission. By density functional theory,
Zhang et al. have shown that Ag doping can modulate the
optical properties of Au clusters.25 Dou et al. reported aggrega-
tion between Au clusters and Ag clusters affecting the emission
spectra of AuAg bimetallic nanostructures.26 In order to further
conrm that the reduction of a mixed solution of silver and gold
in presence of ESM has resulted in the formation of a uores-
cent alloy cluster, we measured the uorescence of a 1 : 1
mechanical mixture of Au nanoclusters and Ag nanoclusters, as
shown in Fig. S7.† Interestingly, the mechanical mixture did not
exhibit any emission similar to that of the alloy clusters, thereby
conrming the complete quenching of the emission of Au
nanoclusters in the presence of Ag nanoclusters. The above
result is contrary to what we have observed for the alloy clusters
formed in situ, thus corroborating other results on the forma-
tion of AuAg alloy nanoclusters during the in situ reduction
reaction. The digital images of the alloy dispersions in normal
light (i) and on exposure to a UV light (ii) are presented in the
inset of Fig. 1c.

During the course of the experiment, the mixed metal ion
solution changed colour from yellow to colourless to deep pink,
as can be seen from the digital images shown in Fig. 2 and the
Fig. 2 A schematic of the formation of metal nanoclusters and metal
immobilized ESM.

This journal is © The Royal Society of Chemistry 2015
inset of Fig. 1b. The ESM surface also displayed different
colours aer immobilization of the metal ions. The Au-ESM
turned pink, whereas the surface of the ESM turned brown for
Ag and bluish-red for AuAg, as evident from the pictures of dried
membranes shown in Fig. 2. The particle distribution repre-
senting the hydrodynamic diameter measured by the DLS
technique is presented in Fig. S8a.† It can be seen that the
hydrodynamic diameter of the AuAg clusters (133.5 nm) is
much larger compared to that of the individual metal clusters.
The alloy cluster exhibited a broader distribution compared to
the corresponding individual metal cluster dispersions. The
zeta potential of the dispersions varied in the order +9.6, +3.8
and +8.2 mV, respectively, for Au, Ag and AuAg clusters, con-
rming their positively charged surface characteristics
(Fig. S8b†).

Interestingly, when we carried out the emission experiments
with lower concentrations of the metal ions (10�3 M each), both
the Au nanocluster and the alloy nanocluster exhibited strong
visible emissions, as evident in curves (3) & (4) of Fig. 1d. It is
worth noting the absence of a strong SPR band at lower
concentrations (Fig. S4†). In order to understand the effect of
particle size on the optical properties, we separated the larger
and smaller particles by centrifuging the as-formed dispersion
(10�2 M) at 10 000 rpm for 20 minutes. The supernatant and the
precipitates were separately characterized via absorption and
emission measurements. It was found that the supernatant was
mostly composed of smaller nanoclusters of average size
around 36.7 nm aer 3 days and 47.2 nm aer 7 days as evident
from the DLS data shown in Fig. S9a and d.† The precipitate, on
the other hand, exhibited larger sized clusters of 84 nm aer
3 days and 104 nm aer 7 days, as shown in Fig. S9a and d.† In
Fig. S9b and e,† the UV-Vis spectra of the smaller and larger
clusters collected on the 3rd and 7th days are presented. Simi-
larly, in Fig. S9c and f,† the emission data of the smaller and
larger clusters are presented. Compared to the as-formed clus-
ters, the separated fractions exhibited slightly different absor-
bance maxima of 545 � 2 nm for the larger sized fraction and
530 � 2 nm for the smaller sized fraction. There was not much
difference in the absorbance maximum with time except a
reduction in the absorbance. Interestingly, the emission
maxima of all the samples remained the same. It is evident that
the smaller particles exhibited a stronger emission compared to
the larger particles (Fig. S9c and f†), without any shi in the
peak position. The larger nanoparticles are expected to quench
the uorescence of the smaller particles and, accordingly, we
noticed a reduction in the uorescence intensity aer 7 days of
the reaction. It is very hard to control the invariant growth of the
particles as ESM contains several amino acids with binding or
reducing sites with different reducing capability, resulting in
particles of variable size and shape forming various metallic
clusters.

Time correlated single photon counting (TCSPC) measure-
ments were performed by exciting the sample with a 340 nm
excitation lamp. The uorescence decay was collected at 435 nm
(Fig. 3). Au nanoclusters exhibited a third order exponential
decay with s1 ¼ 2.572 ns, s2 ¼ 9.9 ns and s3 ¼ 0.3 ns and their
relative percentages were 43.82, 38.94 and 17.24, respectively.
RSC Adv., 2015, 5, 33946–33954 | 33949
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Fig. 3 Comparison of photoluminescence lifetime decay of Au and
AuAg alloy nanoparticles. The alloy nanoparticles show a shorter life-
time compared to the Au nanoparticles.
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From this data, it is clear that the major contribution to the
average lifetime was from s1 and s2, and was around 84% of the
total lifetime and both were of a nanosecond order. The AuAg
alloy also exhibited third order exponential decay with
s1 ¼ 1.6 ns, s2 ¼ 7.1 ns and s3 ¼ 0.125 ns and their relative
percentages were 37.68, 22.85 and 39.47, respectively. In this
case, the major contributions were from s1 and s3, and was
around 76% of the total lifetime and an order less than that of
Au nanoparticles. The reduced lifetime in alloy nanoclusters is
caused by the incorporation of Ag in Au nanoparticles, which
induces quenching of uorescence from the Au nanoparticles,
resulting in shorter lifetimes. These ndings further prove the
successful synthesis of AuAg alloy nanoclusters by ESM.

3.2 Morphological evaluation

The exact particle size and morphology of the synthesized
nanoparticles were monitored using transmission electron
microscopy (TEM). In Fig. 4a–c, typical bright-eld images of
Au, Ag and AuAg alloy nanoclusters are presented. A typical
image of the Au colloidal solution (Fig. 4a) shows the presence
of a large number of spherical and triangular particles of size
smaller than 50 nm. The silver particles of size within 5–20 nm,
on the other hand, grew and assembled into islands of owers,
as shown in Fig. 4b. Most of the alloy particles were spherical or
elongated in shape (Fig. 4c). In Fig. 4d–f, the particle size
distribution generated from the TEM images using image j
soware is presented. The distributions of particles were within
5–50 nm for Au, 3–30 nm for Ag and 5–100 nm for AuAg. The
average size distribution from the TEM images (Fig. 4d–f) shows
average sizes of 18.12 nm, 12.4 nm and 42.21 nm, respectively,
for Au, Ag and AuAg nanoclusters. The alloy clusters are much
larger in size compared to the corresponding individual metal
clusters. The AuAg dispersion exhibited the presence of both
larger and ner particles. High resolution transmission electron
microscopic (HRTEM) images and selected area electron
33950 | RSC Adv., 2015, 5, 33946–33954
diffraction (SAED) patterns of the AuAg nanoparticles are shown
in Fig. 4g and h, respectively. Energy dispersive X-ray analysis
(EDAX) was performed on the selected particles to further
conrm the presence of both Au and Ag in the alloy nano-
particles (Fig. S10†). The characteristic peaks of Au at 2.195 keV
and 9.72 keV, and of Ag at 2.98 keV and 3.2 keV conrmed the
presence of both gold and silver in the alloy particles.27,28 The
crystalline nature of the AuAg alloy is conrmed through the
HRTEM image shown in Fig. 4g. Themeasured spacing between
adjacent lattice fringes of 0.235 nm is compatible with the 111
reections of Au (Fig. S11†) and Ag (Fig. S12†) with a face cen-
tred cubic structure. Au and Ag have a similar ionic radii of
1.44 �A, and hence the lattice fringes do not show much differ-
ence compared to the corresponding metal nanoparticles. The
SAED pattern of AuAg alloy in Fig. 4h also conrms the
successful formation of the crystalline alloy nanoparticles. The
TEM image of the alloy in Fig. 4c clearly conrms the formation
of clusters. In Fig. 4i, an expanded TEM picture of a single
particle is shown that clearly indicates the formation of twinned
nanostructures. The FCC metals like Au and Ag are known to
form twinned structures. Herein, the slow reduction of the
metal ions by ESM results in a slow nucleation and restricts the
separate nucleation of Ag or Au and formed the twinned AuAg
alloy particles.

Microstructural change and morphology of the in situ
generated particles embedded on the Au-ESM, Ag-ESM and
AuAg-ESM were characterized by FESEM at different magni-
cations. From the SEM images it can be clearly seen that ESM
has an interlinked net-like bre structure. In Fig. 5a and b the
spherical nature of the nely deposited particles on the brous
network of the membrane surface can be clearly seen. The EDAX
spectrum recorded on the membrane conrms the presence of
both Au and Ag on the solid membrane (Fig. S13†). The X-ray
powder diffraction (XRD) analysis further proved the crystal-
line nature of the metal particles immobilized on the surface of
ESM. The natural ESM was amorphous to X-rays, whereas the
metal nanoparticle immobilized membranes were highly crys-
talline in nature, as evident from the XRD patterns shown in
Fig. 5c. The AuAg-ESM exhibited characteristic diffraction peaks
that corresponded to the 111 and 200 planes of the metallic
particles at 2q values of 38.37� and 44.46�, respectively. From
Fig. 5c, it can be seen that the diffraction peaks are slightly
shied in the case of AuAg-ESM compared to Au-ESM and Ag-
ESM. The 2q value of the (111) plane appeared at 38.18� and
38.26�, respectively, for Au (JCPDS 04-0784) and Ag (JCPDS
02-1098), and the (200) plane appeared at 44.39� for Au and at
44.51� for Ag. From these results, it can be conrmed that the
nanoparticles deposited on the ESM contain both Ag and Au.
3.3 Raman studies

Raman spectroscopy is highly useful to characterize disulphides
and thiols present in ESM, because the Raman bands are more
intense compared to their infrared absorption bands. Since
ESM contains keratin having disulphide bonds, we used Raman
spectroscopy to characterize the ESM and metal immobilized
ESM. In Fig. 5d the Raman spectra of the bare ESM and metal
This journal is © The Royal Society of Chemistry 2015
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Fig. 4 TEM images of (a) Au, (b) Ag, and (c) AuAg alloy NPs. Particle size distribution of (d) Au, (e) Ag and (f) AuAg alloy. (g) and (h) represent the
HRTEM image and SAED pattern of the AuAg alloy and (i) is TEM image of a single particle of the AuAg alloy.
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nanoparticle incorporated ESM are presented. Several peaks
were observed in normal ESM, which were tentatively assigned
to the presence of various S–S, C–S and amide linkages.29 The
Fig. 5 (a) and (b) FESEM images of Au–Ag-ESM. (c) XRD patterns for Au-E
Ag, Au–Ag alloy immobilized membrane. The inset image shows the blu

This journal is © The Royal Society of Chemistry 2015
weak bands at 510 and 540 cm�1 correspond to the presence of
S–S stretching bonds, conrming the presence of disulphide
bonds, the band at 756 cm�1 corresponds to C–S bonds, that at
SM, Ag-ESM and AuAg-ESM. (d) Raman spectra of normal ESM and Au,
e-emitting AuAg-ESM membrane under UV light.

RSC Adv., 2015, 5, 33946–33954 | 33951
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1450 cm�1 corresponds to C–H bonds, and many smaller and
weaker stretching bands at 1247, 1335, 1460, 154 and 1660 cm�1

correspond to various amide linkages present in the ESM.28 It is
highly interesting to notice the dramatic change in the Raman
intensity of the ESM resulting in a broad band in the 1000–
1700 cm�1 on deposition of the metal nanoparticles. This
clearly conrms that aer the reduction of metal ions the
characteristic features of the ESM disappear. The new broad
peaks appeared at 1360 cm�1, 1316 cm�1 and 1322 cm�1,
respectively, for the Au-ESM, Ag-ESM and AuAg-ESM. The
intensity was highest for AuAg-ESM upon 785 nm laser excita-
tion for 10 s. The change in the intensity of these bonds could
possibly be associated with changes in the functional groups of
the proteins present on the ESM as a result of the deposition of
metal ions. This could also give an indication of the reaction
of various functional groups with the metal nanoparticles. Work
is in progress to explore the application of these metal coated
membranes for SERS applications. The ESM structure mainly
contains glycoproteins, like collagen, and several amino acids,
like glycine, cysteine, uronic acid, etc. During the reaction,
metal ions (Au3+, Ag1+) are readily adsorbed on the porous ESM
surface. The functional groups present on the proteins, such as
–NH2, –SH, –CHO, –OH groups, reduce the metal ions to form
metal nanoparticles or alloy nanoparticles. It is interesting to
note that the ESM proteins are insoluble in water and this rules
out the inuence of such protein molecules exhibiting uores-
cence in the present case. Although each metal ion bears a
different standard reduction potential, as shown below, the
ESM is still capable of reducing individual metal ions simulta-
neously, resulting in the formation of alloy particles, as has
been demonstrated here.

AuCl4
� + 3e� 4 Au0, E� ¼ +0.99 V (2)

Ag+ + e� 4 Ag0, E� ¼ +0.80 V (3)

Since the reduction potential of Au+/Au is higher than that of
Ag+/Ag, Au nucleation could start in the initial phase. The in situ
formed Au nuclei could further induce the reduction of Ag+

through electron transfer, nally resulting in the simultaneous
nucleation of both Au and Ag and the formation of AuAg alloy
nanoparticles and clusters.

The main constituents of ESM are glycine, alanine and
uronic acid, in addition to the presence of several bacteriolytic
enzymes such as lysozyme and glucosaminidase. Such a struc-
ture with a number of amino, carboxyl and carbonyl functional
groups on the ESM bres could become charged under the
acidic conditions of our experiments and could bring the metal
ions closer to the surface via hydrophobic interactions or
hydrogen bonding resulting in surface adsorption. Once
adsorbed on the membrane, the aldehyde (–CHO) and amino
(–NH2) functional groups may act as reducing agents to reduce
the adsorbed ions to metal nanoparticles. Our experimental
observations clearly conrmed that the in situ reduction in the
presence of ESM could, in fact, produce uorescent Au and
AuAg nanoparticles in solution without the use of any capping/
reducing agent for inducing the formation of uorescent metal
33952 | RSC Adv., 2015, 5, 33946–33954
clusters. To the best of our knowledge, this is the rst report
conrming the formation of uorescent AuAg alloy nano-
particles exhibiting nanosecond lifetimes by a reduction
process induced by a biotemplate, such as ESM. However, the
reduction process is slow due to the weak reducing power of the
functional groups present in the membrane and thus it takes a
longer time to complete the reduction reaction, as shown in
Fig. S4.†
3.4 Application of the metal atom immobilized ESM as a
sorbent for the removal of dyes

In order to explore the practical application of the green
synthesized metal immobilized ESM, we studied the pollutant
dye adsorption capability of the membranes. To monitor the
dye removal capability of Au, Ag and AuAg-ESM immobilized
membranes, 10 mg of the nanoparticle immobilized ESM was
treated with 10 ml of 10�5 M sodium 4-[(4-dimethylamino)
phenylazo]benzene sulphonate (commonly known as Methyl
Orange (MO) dye) solution in the dark. We chose the anionic
dye, MO, in anticipation of the interaction of the dye molecules
with the functional groups present on the surface of ESM and
on the charged nanoparticles. The reaction was monitored by
measuring the change in the absorbance maxima (lmax) of the
dye around 464 nm. Soon aer the addition of the membrane to
the dye solution, a bathochromic shi in the lmax was observed,
as evident in Fig. 6a–c. The bathochromic shi was highest in
presence of Au-ESM where the absorption maxima shied
20 nm towards the higher wavelength. No further shi in the
peak position was noticed with time, except the initial peak
shi. However, as evident from the absorption spectra, a
systematic decrease in the intensity was noticed, indicating the
adsorption of dye molecules on the membrane. Interestingly,
the Au-ESM exhibited the highest adsorption capacity among
the investigated membranes. The observed bathochromic shi
is mainly attributed to the change in the pH of the solution. The
pH of the initial MO solution in double-distilled water was 6.9,
which changed to 3.4, 3.89 and 3.56 soon aer the addition
(5 minutes) of Au-ESM, Ag-ESM and AuAg-ESM, respectively.
Along with changes in pH, the colour of the MO solution
changed from yellow for the initial solution to orange aer the
addition of the membrane (inset of Fig. 6a–c, (1)). Finally, the
adsorption gets saturated aer 24 hours resulting in complete
discolouration of the dye solution. The digital image (2) is the
reaction media aer 24 hours exhibiting a colourless solution,
which is indicative of a complete adsorption of the dye mole-
cules on the membrane. The sequential decrease in the
concentration of the dye is clearly observed from the Ct/C0 vs.
time (Fig. 6d) plot. From Fig. 6e, it can be observed that the %
dye removal capability of the Au-ESM is the maximum (90.43%),
followed by Ag-ESM (82%) and AuAg-ESM (80.26%). In order to
conrm the enhanced dye adsorption property of the Au, Ag and
AuAg nanoparticle immobilized ESM, we also performed the
same experiments with bare ESM. Interestingly, even aer
24 hours of immobilization also, only 10.53% of the MO dye was
adsorbed (Fig. 6f) on the bare ESM compared to a 90% dye
adsorption on Au-ESM. Although ESM has been reported to act
This journal is © The Royal Society of Chemistry 2015
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Fig. 6 (a), (b), (c) represent the absorption spectra of the MO dye solution in the presence of Au-ESM, Ag-ESM, AuAg-ESM, respectively; inset in
each case shows images of the MO dye solution just after 5 minutes (1) and the dye solution after 24 h (2). (d) Ct/C0 values of MO in the presence
of the membrane, (e) % of dye removed from each of the Au, Ag and AuAg ESMs; inset in (e), (1) and (2) are the images of the AuAg-ESM
membrane in the presence of UV light before and after dye adsorption. (f) Absorption spectra of MO in the presence of bare ESM confirms a poor
adsorption.

Fig. 7 Percentage of the dye adsorbed and desorped by the Au-ESM,
AuAg-ESM and Ag-ESM membranes.
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as an adsorbent material for direct red and acid blue dyes,30 for
anionic dyes, like MO, it exhibited very poor adsorption char-
acteristics. We also carried out the experiments in a phosphate
buffer solution of pH �7. In the buffer solution also, the metal
nanoparticle immobilized ESM exhibited good adsorption
properties, which is evident from the reduction in the absor-
bance of MO at 464 nm (Fig. S14†). However, the adsorption was
higher in distilled water compared to that in the buffer solution.

We also treated the metal nanoparticle immobilized ESM
with a cationic dye (Methyl Violet) under similar experimental
conditions. Interestingly, no dye adsorption was observed with
MV dye molecules, as evident from the absorbance data shown
in the ESI (Fig. S15†). Interaction of the particle dispersion with
the dye was also extremely poor, with no change in the dye
absorbance, except a minor shi in the lmax position (Fig. S16†).
Although the metal nanoparticles were reported to be active in
enhancing the degradation of MO,31 in our case we anticipated
an enhanced adsorption of the dye molecules on the ESM in the
presence of the metal nanoparticles. In order to prove that this
is not a catalytic degradation, we carried out desorption studies
with the MO adsorbed membranes. Aer completion of the dye
adsorption, metal nanocluster immobilized ESMs were taken
out and dried at RT. The dried membranes were added to a
0.005 M NaOH solution to study the dye desorption experi-
ments. During this process the colour of the solution changed
from colourless to yellow and the characteristic absorbance
peak intensity of MO in solution gradually increased. This is
because the desorption of the anionic dye molecules adsorbed
on the nanocluster immobilized ESM released them to the
solution. The desorption was completed within two hours. The
This journal is © The Royal Society of Chemistry 2015
data for the desorption experiments are presented in Fig. S17.†
In Fig. 7, the percentage adsorption and desorption are
compared in a bar diagram. Almost 88.2% of the adsorbed dye
molecule were desorbed from Au-ESM whereas for AuAg-ESM
and Ag-ESM the desorption rate was only 74% and 68.38%,
respectively. A minimum amount of the dye still remained
adsorbed on the ESM substrates probably due to their stronger
interaction with the metal nanoparticles. A schematic of the
interaction between a metal nanoparticle immobilized ESM and
MO dye is presented in Fig. 8. Our experiments with this
naturally occurring biomembrane conrmed that a metal ion
incorporated ESM could be a cost effective, eco-friendly and safe
material to remove pollutant dyes from waste water.
RSC Adv., 2015, 5, 33946–33954 | 33953
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Fig. 8 Schematic of the interaction of metal nanocluster-ESM and the
MO dye molecule.
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4. Conclusions

The ESM mediated route has led to the formation of AuAg
nanoclusters with a distinct uorescence that could have a
tremendous impact on biomedical applications. To the best of
our knowledge, this is the rst report on the formation of
uorescent alloy nanoparticles by the in situ reduction of metal
ions using a naturally and abundantly available biotemplate
without the use of any catalyst or chemical reducing agent at
ambient conditions. We also explored the capability of these
metal particle immobilized inexpensive ESMs in removing
organic anionic dyes from water. The ESMs without nano-
particles were not effective in dye adsorption. These results
conrm that it is the enhanced adsorption of the dye molecules
in the presence of metal particles that has helped to convert
ESM into an effective platform for water purication. This
process has the dual advantage of utilizing the inexpensive and
abundant food waste ESM for immobilizing the metal nano-
particles and at the same time using the same as an effective
platform for the removal of organic dyes from water.
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